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Abstract 
 

In order to tackle the problem of low durability, tin dioxide was studied to replace carbon black as a catalyst 

support in Proton Exchange Membrane Fuel Cells (PEMFCs). SnO2 is a well-known n-type semi-conductor 

whose electronic conductivity can be improved by doping with hypervalent cations such as Nb
5+

 or Sb
5+

. In 

addition, as a catalyst support, this material has to develop a high specific surface area with an adequate 

mesoporous morphology to allow both good dispersion and activity of the catalyst (Pt). To this end, our 

objective was to develop doped SnO2 aerogels in order to gather in a same material both a high electronic 

conductivity and an adapted morphology. In this study SnO2 xerogels and aerogels were successfully synthetized 

following an acid-catalyzed sol-gel route starting with metal alkoxides as precursors. Dried gels were calcined 

for 5 h at 600 °C in flowing air. The effect on both the structure and the morphology of the material resulting 

from doping with niobium or antimony was investigated by XRD, SEM and nitrogen sorption. The electronic 

conductivity of pure and doped SnO2 materials was obtained from impedance spectroscopy and resistance 

measurements. Our materials showed a very interesting airy morphology adapted for the foreseen application: a 

reasonable specific surface area (80-90 m²/g) with a bimodal pore size distribution centered on around 25 nm 

and 45 nm. Moreover, all Sb-doped samples exhibited significant improvement in electronic conductivity. 5 at.% 

Sb-doped SnO2 even showed an electronic conductivity of 1 S/cm, very similar to that of Vulcan XC-72 (4 

S/cm) and representing a 5 orders of magnitude increase compared to that of pure SnO2.  
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Introduction 
 

Fuel cells are environmentally friendly electrochemical energy converters that produce electricity and heat 

mainly from hydrogen and air [1-3]. Among the many existing types of fuel cells, Proton Exchange Membrane 

Fuel Cells (PEMFCs) have the advantage of providing a large range of power, from a few W to hundreds of kW. 

Operating at low temperatures (80 °C), PEMFCs allow quick starts what makes them particularly interesting for 

transport applications. Low temperature operation limits the choice of catalysts for electrochemical reactions (H2 

oxidation, HOR and O2 reduction, ORR) to noble metals, mostly platinum. To reduce the amount of platinum 

while maintaining good performance, platinum nanoparticles are dispersed on a support. Because they have both 

a high electronic conductivity and a high specific surface area (respectively about 4 S/cm and 254 m²/g for 

Vulcan XC-72 [4]), current electrocatalysts are based on carbon blacks (Vulcan XC-72R or TKK TEC10E40E 

for instance). However, the corrosion of carbon black on the cathode side in fuel-cell operating conditions (E = 

1.2V, T = 80 °C, high relative humidity and strongly acidic environment) is responsible for contact losses 

between the conductive carbon support and the catalyst, thus limiting the durability of PEMFC. This 

phenomenon is particularly marked for transport applications, during start / stop cycles [4, 5]. They may indeed 

cause a reverse current compared to the normal operation of the fuel cell, leading to an increase in the cathode 

potential of up to 1.44 V. In the presence of platinum nanoparticles, such high potential causes severe corrosion 

of the cathode following the reaction: 

 

C + 2H2O → CO2 + 4H
+
 + 4e

− 
E

0
 = 0.207 V versus NHE 

 

Degradation mechanisms include dissolution as well as coalescence of platinum particles, thus limiting their 

activity [6]. 
 

According to thermodynamic calculations derived from Pourbaix pH-potential diagrams, tin dioxide is expected 

to be very stable in PEMFC operating conditions. Its utilization as a catalyst support should improve PEMFC 

durability [7]. Tin dioxide is an n-type semi-conductor (Eg = 3.6 eV).  Doping SnO2 with hypervalent donor 

components like Nb
5+

 or Sb
5+

 leads to a significant increase of the electronic conductivity [8, 9]. Due to its 

remarkable bulk and surface properties, this material is already used as a transparent conductive oxide (TCO) 

[10], an electrode material in Li-ion batteries [11, 12], a catalyst for oxidation reaction [13-15] and a sensing 

material in gas sensors [16-18].  

 

Several authors have shown that using pure SnO2 as a catalyst support effectively improves the durability of 

PEMFC, mostly thanks to improved corrosion resistance [19-21]. Moreover, it reduces polymer membrane 
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degradation by neutralizing the formation of  H2O2 formed during ORR [22]. It also allows better tolerance to 

CO than Pt / C electrocatalysts [14, 23, 24]. This can be explained by the oxidation of CO adsorbed at the Pt 

surface by the hydroxyl groups covering the surface of SnO2 [25]. However, electrochemical characteristics, like 

the electrochemical surface area (ECSA) or the oxygen reduction reaction (ORR) mass and specific activities of 

Pt/SnO2 electrocatalysts, are relatively low compared to those of Pt/C, mostly due to their poor electronic 

conductivity and low specific surface area. Recent studies have shown the potential of doping SnO2 by Nb
5+

 [26-

29] or Sb
5+

 [26, 27, 30-36]. In addition to improving electronic conductivity, dopants are known to inhibit 

particle growth [37] and modify the material’s morphology. Although improvements have been observed 

compared to pure SnO2, experimental results generally show lower performance than carbon black, particularly 

regarding mass catalytic activity. In some cases, depending on the SnO2 morphology, mass catalytic activities 

were improved, even surpassing those of Pt/C electrocatalysts [27, 35]. This has been ascribed to the sometimes 

contested strong metal-support interaction (SMSI) [38, 39]. It has been proposed that this strong interactions 

between SnO2 and Pt may change the Pt electronic structure  and lower the activation barrier for oxygen 

dissociation [40]. However a recent study has shown that steric effects are more likely the cause of this lower 

activation barrier [41].  

 

The morphology of the support is primordial to limit concentration polarization and ease fluids management in 

volume electrode. Aerogels are to this end particularly interesting materials. Carbon aerogels have already 

proven their ability to efficiently support catalysts for PEMFC application [42, 43]. Their morphology can be 

adjusted by playing on the sol-gel parameters for higher specific surface areas with adequate mesoporosity.   

In this study, SnO2 aerogels were thus synthesized to be used as a catalyst support for PEMFC in order to 

overcome the reported limitations regarding morphology and durability. The effect of doping SnO2 with niobium 

or antimony on the electronic conductivity as well as on the morphology has also been investigated.  

 

Experimental 
 

SnO2 synthesis route 

 

Metal oxides were synthesized following a sol-gel route, starting with metal alkoxide precursors: Sn(OiPr)4, 

Nb(OiPr)5 and Sb(OiPr)3 all purchased from Alfa Aesar. Two solutions (A & B) were prepared. Solution A, 

consisting of tin isopropoxide in isopropanol (Acros Organics, 99.5%) with a corresponding amount of the 

doping element, was placed under magnetic stirring. Solution B, consisting of nitric acid (Alfa Aesar, 2N) 
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(HNO3/Sn = 0.072 mol/mol) in water (H2O/Sn = 3.06 mol/mol) and isopropanol (iPrOH/Sn = 119 mol/mol), was 

also mixed under magnetic stirring. Solution B was then slowly dripped into solution A and a gel formed after a 

few minutes. The gel was then covered with isopropanol to prevent any drying and aged for 48 hours at room 

temperature before being washed with isopropanol three times a day for two days. After washing, the resulting 

gels were dried either by conventional evaporation to obtain xerogels, or under CO2 in supercritical conditions 

(80 bars, 40 °C) to obtain aerogels. The resulting solids were heat treated under air for 5 h.   

 

After calcination, the sample color turned blue or black respectively for SnO2: Sb aerogels or xerogels. The 

SnO2: Nb xerogels turned light green whereas the SnO2: Nb aerogels remained white. Compared to aerogels, 

xerogels are likely to be darker in color due to a higher density resulting from the drying route. 

 

 

Samples were labeled according to a dedicated nomenclature. For example, the SnO2: Nb (10 at.%) aerogel 

sample is labeled A6SN100, where A stands for aerogel (X for xerogels), 6 for calcination at 600 °C in air, S for 

SnO2, N for Nb dopant (S for Sb) and 100 for 10 at.% doping. 

 

 

Characterization 

 

XRD measurements were performed using an X’Pert pro, Philips diffractometer (Cu Kα of λ = 1.5405 Å). The 

diffractometer was operated at 45 kV and 30 mA. Data were collected at steps of 0.05 ° from 20° to 90° in 2-θ 

mode with a Pixcel counter.  

 

Morphologies were analyzed by SEM using a Supra 40 with Gemini column operated at 3.00 kV. The oxide 

powders were deposited on adhesive conducting carbon tapes and coated with a 7 nm thick platinum layer, using 

a Quorum (Q150 T).  

 

In addition, nitrogen sorption analysis was performed with a Micromeritics ASAP 2020. Samples were first 

degassed for 120 min at 100 °C and 10 μmHg. The Brunauer-Emmett-Teller (BET) model was applied to 

determine the specific surface area. The pore size distributions were calculated applying the Barret-Joyner-

Halenda (BJH) method to the desorption branch of the isotherms. The assessments of microporosity were made 

from t-plot construction using the Harkins-Jura correlation.   

Concerning the pore size distribution determination using this technique, we assumed that the samples were 

mechanically strong enough after calcination to withstand the pressure applied during the experiment.  
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The bulk chemical composition was analyzed by Energy Dispersive X-ray Spectroscopy (EDX) performed 

during SEM observation with a Philips XL30 operated at 15 kV. 

The surface chemical composition was analyzed by X-ray Photoelectron Spectroscopy (XPS) using a Thermo 

Scientific K-Alpha system. The spectrometer was equipped with an AlKα monochromated source and a low 

energy flood-gun for charge compensation. 

The ellipsoid spot size is about 350 µm x 700 µm.  

  

The electronic conductivity was investigated by impedance spectroscopy and direct resistance measurements.   

For impedance spectroscopy, the frequency ranged from 100 Hz to 1 MHz with a potential of 200 mV and an 

amplitude of 100 mV. Since pellet formation was difficult for SnO2 samples, impedance spectroscopy 

measurements were only performed on xerogel sample parts. Due to their powder form, it was actually not 

possible to perform impedance spectroscopy measurements on aerogels. Next, a homemade conductivity cell 

was developed, made up of two copper electrodes (S = 0,785 cm²) surrounded with a Teflon ring. Samples were 

introduced between these two electrodes (see Fig. 1). A potentiostat was used to apply a current of 105 mA, -105 

mA or 400 mA and the voltage was measured for each current. The homemade conductivity cell was placed in a 

press and measurements were made at room temperature, without and with pressure at 500 kg and 1000 kg 

(respectively 6.5 × 10
2
 kg/cm

2
 and 13 × 10

2
 kg/cm

2
).  

The conductivity (σ) was calculated with the formula σ = e/(R×Selectrode), where e is the thickness of the sample, 

R the measured resistance and Selectrode the surface of the electrode. 

 

 
 

Fig 1 Homemade conductivity cell picture assembled (left) and disassembled (right) 
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Results and discussion 
 

Structural and morphological characterization 

 

In this section, we present the structural and morphological characterization results. These results highlight 

specific properties such as crystallinity and specific surface areas or pore size distributions, which are crucial in 

selecting the most appropriate sample for the foreseen application. 

 

Since the electronic conductivity in semi-conductors is strongly related to the periodic crystal structure, materials 

were calcined at different temperatures in air. The resulting XRD diagrams are shown in Fig. 2.  

 

All calcined samples show characteristic peaks of rutile SnO2. After calcination at 400°C, the XRD peaks are 

relatively wide with very weak intensity, showing low crystallinity, with the material remaining partially 

amorphous. The crystallinity improves following calcination at 700°C. SnO2 xerogels then exhibit good 

crystallinity, the peaks are intense and the Full Width at Half Maximum is small. Both the electronic 

conductivity and the specific surface area are important for catalyst support. Given that the higher the calcination 

temperature the better the crystallinity but the lower the specific surface area, we needed to find a compromise. 

In order to avoid too severe a decrease in the specific surface area, materials were calcined at 600°C. 

 

 
 

Fig. 2 X ray diffraction diagrams of pure SnO2 xerogels before and after calcination at 200°C, 400°C, 600°C and 

700°C for 5 h in air 

 

Nb and Sb Doped SnO2 samples were prepared following a similar synthesis route, simply adding the dopant 

precursor to the alkoxide solution. Samples were calcined in air for 5 h at 600 °C. 
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Whatever the amount of dopant between 5 and 15 at.%, XRD diffractograms of doped SnO2 aerogels also only 

showed the characteristic peaks of the SnO2 rutile phase (see Fig. 3 for pure and 10 at% doped samples). No new 

crystal phase was detected and we observed a peak shift over a smaller angle. This shift is more pronounced for 

Sb-doped samples than for Nb-doped ones (insert in Fig. 3), resulting from a greater modification of the SnO2 

lattice parameters. Both the absence of a new phase and the observation of XRD peak shifts are good indications 

of proper doping.  

 

Fig. 3 X ray diffractogram of aerogels: pure SnO2 (A6S), SnO2: Sb (10 at.%) (A6SS100) and SnO2: Nb (10 at.%) 

(A6SN100). All samples were calcined for 5 h at 600 °C in air 

 

SEM analyses of the samples calcined at 600 °C were then performed to visualize the morphology of the 

aerogels and xerogels (Fig. 4 and 5) and possibly check the impact of doping. 

 

The morphology of pure SnO2 aerogel (A6S) results from the agglomeration or aggregation of rather small 

particles (about 13 nm). The organization of such agglomerates results in the formation of large pores. 

Doping seems to inhibit particle growth during the sol-gel process. Nb- or Sb-doped aerogels are indeed made up 

of smaller particles than pure SnO2 aerogels. Nucleation and growth control of SnO2 particles with dopant has 

already been observed and reported [9, 28, 37].  

The overall picture of Nb-doped SnO2 aerogel (A6SN100) is quite similar to that of pure SnO2 (A6S) although 

the agglomerates look slightly smaller. 
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  Fig. 4 SEM pictures of aerogels: pure SnO2 (A6S), SnO2: Nb (10 at.%) (A6SN100), SnO2: Sb (5 at.%) 

(A6SS050) and SnO2: Sb (10 at.%) (A6SS100) (All samples calcined for 5 h at 600 °C in  air) 
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On the contrary, the morphology of Sb-doped SnO2 aerogels (A6SS050 and A6SS100) is significantly different. 

They show a very interesting airy morphology lying on a three-dimensional network made up of interconnected 

particles. It is noteworthy that this morphology is quite similar to that of carbon aerogels previously synthesized 

in our group [43]. Sb doped SnO2 aerogels are from this point of view more interesting than Nb doped ones. 

As expected from the drying route, xerogel samples showed a very different morphology. X6SS050 and 

X6SS100, presented in Fig. 5, are much denser and show less apparent porosity than their aerogel counterparts. 

 

 

 

Fig. 5 SEM pictures of xerogels: SnO2: Sb (5 at.%) (X6SS050) and SnO2: Sb (10 at.%) (X6SS100). All samples 

calcined for 5 h at 600 °C in air 

 

To obtain additional morphological data, we performed nitrogen sorption analysis. The results are reported in 

Table 1 and Fig. 6 for aerogels and in Table 2 and Fig. 7 for xerogels. 

First of all, the type-IV isotherms obtained are representative of mesoporous materials. 
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Specific surface areas were calculated based on the BET model. Pore size distributions and mesoporous volumes 

were calculated based on the BJH model, assuming that all calcined samples are mechanically strong enough to 

withstand applied forces during analysis. 

It is interesting to note that the doping rate impacts both the specific surface area and the mesoporous volume. A 

maximum was observed for 10 at.% doping rate. Values are actually relatively high for pure and 10 at.% doped 

materials, reaching almost 90 m²/g for the specific surface area, and 0.3 cm
3
/g for the mesoporous volume, 

whatever the dopant used (Sb or Nb). 

The microporous volume of aerogel samples is negligible compared to their mesoporous volume. This is of 

utmost importance for the foreseen application, since most of the porosity will thus be accessible for Pt 

deposition and utilization. Here again, Sb-doped aerogels are more promising than pure or Nb-doped ones, 

showing an even smaller microporous volume. 

The pore size distribution, calculated using the BJH method from isotherms, shows, for pure SnO2 aerogels, a 

multimodal distribution with quite a narrow peak at around 15 nm and broader ones centered on 20 and 40 nm 

(Fig. 6).  

Looking at Fig. 6, N2 sorption should be complemented by mercury porosimetry analysis to fully characterize 

the pore size distribution, especially in the macroporous domain. Due to the nature of the samples, such an 

analysis could not be performed. Still, N2 sorption analysis allowed to highlight morphology differences between 

aerogels samples. 

The pore size distribution observed for doped samples is notably modified. First, the main peaks at 15, 20 and 40 

nm observed for pure SnO2 have shifted to larger diameters, namely 20, 30 and 45 nm. Second, the contributions 

at 30 and 45 nm are significantly lower for Nb-and Sb-doped samples than for pure SnO2. The peak at 45 nm is 

even smaller for Sb doped samples. The decrease in porosity around 45 nm may be related to the SEM 

observations and the change in size of the particle agglomerates. 

To sum up, a multimodal distribution with broad peaks centered around 25 nm and 45 nm was observed for Sb 

and Nb doped SnO2.   

In line with SEM observations, xerogel samples showed smaller specific surface areas than aerogel samples and 

much smaller porous volumes (0.1 cm
3
/g vs 0.3 cm

3
/g). Accordingly, the microporous volume is also negligible, 

at two orders of magnitude smaller than that of aerogels. 
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In the case of xerogels, the specific surface area clearly increases with the Sb content. It is noteworthy that the 10 

and 15 at.% doped xerogel samples showed surprisingly high specific surface areas of around 60 m²/g, close to 

the aerogel one. 

Xerogel pore size distribution is also significantly different. Only one peak is observed for pure SnO2, centered 

at around 13 nm. This peak shifts toward smaller diameters with the increase in Sb content. It is centered at 

around 4 nm for SnO2: Sb 15 at.%.  Such behavior is consistent with our SEM observations and literature that 

reports a decrease in particle size after doping.  

So, despite negligible microporous volume and quite high specific surface area, due to pore size distributions 

centered on small mesopores (all < 15 nm), xerogels appear less appropriate for the application. 

 

Table 1 Nitrogen sorption measurement results - SnO2 aerogel samples (calcined for 5 h at 600 °C in air)  

 

Sample 
Dopant-Rate 

(at.%) 

S BET 

(m²/g) 

PSD (BJH) 

(nm) 

Pore Volume 

(BJH) 

(cm
3
/g) 

µpore volume  

(t-plot) 

(cm
3
/g) 

A6S x-x 81 15-20-40 0.31 1.5 × 10
-2

 

A6SN050 Nb-5 76 20-30-45 0.21 1.2 × 10
-2

 

A6SN100 Nb-10 87 20-30-45 0.29 1.3 × 10
-2

 

A6SS050 Sb-5 56 20-30-45 0.21 0.4 × 10
-2

 

A6SS100 Sb-10 85 20-45 0.27 0.8 × 10
-2

 

A6SS150 Sb-15 42 15-25-40 0.13 0.5 × 10
-2

 

 

 

 

Fig. 6 Pore size distribution for pure and doped SnO2 aerogels (A6S: pure SnO2, A6SN100: SnO2: Nb 10 at.%,  

A6SS100: SnO2: Sb 10 at.%) 
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Table 2 Nitrogen sorption measurement results -  SnO2 xerogel samples (calcined for 5 h at 600 °C in air) 

 

Sample 
Dopant-rate 

(at.%) 

S BET 

(m²/g) 

PSD(BJ

H) 

(nm) 

Pore Volume 

(BJH) 

(cm
3
/g) 

µpore volume  

(t-plot) 

(cm
3
/g) 

X6S x-x 21 13 0.10 1.6 × 10
-4

 

X6SS010 Sb-1 20 13 0.09 1.0 × 10
-4

 

X6SS020 Sb-2 23 11 0.09 1.7 × 10
-4

 

X6SS050 Sb-5 32 7 0.09 1.6 × 10
-4

 

X6SS100 Sb-10 57 6 0.09 1.6 × 10
-4

 

X6SS150 Sb-15 63 4 0.08 1.6 × 10
-4

 

 

 

 

 

Fig. 7 Pore size distribution for pure and doped SnO2 xerogels (X6S: pure SnO2, X6SS010: SnO2: Sb 1 at.%,  

X6SS050: SnO2: Sb 5 at.%,  X6SS150: SnO2: Sb 15 at.%) 

 

Chemical composition  

 

Chemical composition obviously impacts electronic conductivity. Although the amount of dopant precursor can 

be perfectly controlled during the sol-gel process, the exact concentration of dopant and its repartition in the final 

material has to be analyzed. The homogeneity of the sol may indeed not be optimal and some precursors could 

also partially precipitate during the sol-gel transition, thus modifying the real dopant amount within samples.  

Moreover, during calcination the thermal energy can induce some atomic diffusion of the dopant within the SnO2 

matrix. 
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Thus, both bulk and surface chemical compositions were measured by EDX and XPS respectively. These two 

methods are semi-quantitative and are used to compare different samples rather than to provide their real 

chemical composition.  

 

 

Fig. 8 EDX typical spectra obtained for SnO2: Nb (A6SN100) and SnO2: Sb (A6SS100) aerogels 

 

 

 

 

 

 
 

Fig. 9 XPS survey spectra obtained for SnO2: Nb (A6SN100), SnO2: Sb (A6SS100) aerogels 

 

 

 

 

 
 

Fig. 10 XPS spectra focusing on Nb 3d (left) and Sb 3d (right)  
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According to the EDX measurements (Table 3), the niobium bulk concentrations correspond to the expected 

values for 5 and 10 at.% doped SnO2 samples. The surface niobium concentration, measured by XPS, is however 

slightly higher than the bulk concentration (respectively 7 and 13 at.% vs 5 and 10 at.% expected for A6SN050 

and A6SN100). The chemical composition does not seem to be perfectly homogenous in all SnO2: Nb samples. 

Such surface enrichments have already been reported by Szczuko et al. [9]. 

Regarding Sb-doped samples, the EDX peaks of Sn and Sb are very close due to the similar electronic structure 

of these two elements (Fig. 8). The doping rate calculation is thus more difficult. According to the EDX analysis, 

the Sb bulk concentration is higher than expected. This may however be a simple overestimation due to the Sn 

and Sb peaks overlapping. The trend is consistent for 5 and 10 at.% doped samples whose dopant concentration 

was calculated respectively to  7.5 and 12 at.%.  

XPS survey spectra of SnO2: Nb and SnO2: Sb aerogels are shown on Fig. 9. Similar difficulties than for EDX 

analysis arose to quantify Sb rate at the surface, since the most intense peak of Sb (Sb 3d5) stands at the same 

binding energy as the O 1s peak. Thus, we performed measurements considering a less intense Sb peak (Sb 3d3) 

(Fig. 10). As for EDX, the characterization accuracy of Sb-doped samples is rather poor but comparison is still 

possible. As shown in Table 3, the Sb rate is also higher than expected on the surface, whatever the expected 

amount of Sb. The surface concentrations are still slightly larger than the bulk ones. They may also have been 

overestimated. As already observed [44, 45], Sb seems also prone to segregation in our SnO2 aerogels (about 

10% more Sb measured on surface vs volume), however in a lesser extent than Nb (30% more Nb measured on 

surface vs volume). 

 

If such segregations reveal to be problematic in fuel cell operating conditions, we will try to mitigate them 

through accurate selection or modification of metal precursors. Segregation may indeed result from different 

hydrolysis or condensation kinetics with the precursors used. In our case, tin isopropoxide may be more reactive 

than niobium and antimony isopropoxide. Segregation can probably be mitigated selecting or even synthesizing 

precursors with similar hydrolysis/condensation kinetics. 
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Table 3 Chemical composition of aerogels from EDX and XPS measurements 

 

Sample 
Dopant-rate 

(at.%) 

x/(x+Sn)
*
 

EDX 

(at.%) 

x/(x+Sn)
*
 

XPS 

(at.%) 

A6SN050 Nb-5 5.5 7 

A6SN100 Nb-10 10 13 

A6SS050 Sb-5 7.5 8 

A6SS100 Sb-10 12.0 13.5 

*
 x = Nb or Sb 

 

 

 

Electronic conductivity measurement 

 

High electronic conductivity is essential for a material to be a good catalyst support in PEMFC. As metal oxides 

are by definition dielectric, high conductivity can only be obtained by modifying their electronic configuration. 

Doping is one option, as followed in this work. It is of paramount importance to check how the dopant type and 

concentration influence the electronic conductivity of doped samples. In this section, the electronic conductivity 

was measured for different Nb and Sb concentrations and compared to that of pure SnO2 on one hand and carbon 

on the other hand. All materials were analyzed in the same conditions. In order to limit the impact of interface 

resistance between particles, measurements were first performed on xerogel sample pieces. This allowed us to 

study the influence of both the dopant type and its concentration. Measurement errors are quite high due to 

surface roughness of the samples, which was not possible to improve. 

 

Nb
5+

 doping was first selected to increase the SnO2 conductivity (Table 4). Typical impedance curves obtained 

for Nb-doped SnO2 exhibit a characteristic half circle arc that is representative of a semi-conductor behavior 

(Fig. 11). The high frequency resistance is representative of bulk resistance, and the diameter of the half circle 

corresponds to that of interface resistances. We used both to analyze the conductivity of our samples. 

The bulk conductivity of SnO2 is considerably low (5×10
-4

 S/cm). The interface resistance between particles is 

relatively high, resulting in lower global conductivity, even for doped samples. 

Compared to pure SnO2, Nb-doped samples exhibit a significant improvement in bulk electronic conductivity. 

5×10
-3

 S/cm was reached for 10 at.% of Nb, i.e. one order of magnitude higher than that of pure SnO2. The 

improvement in global conductivity is very low compared to that of bulk conductivity, here again due to 
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significant interface resistances. The doping inhibits grain growth during the sol gel process, as mentioned above 

and in agreement with SEM observations and pore-size distribution calculations. Hence, the number of interfaces 

should be greater for doped materials, thus partially accounting for the limited improvement in the global 

conductivity.  

The bulk conductivities of Nb-doped samples are still very low and far from that of Vulcan XC-72. 

 

   
 

Fig. 11 Nyquist plot obtained for SnO2: Nb 10 at.% xerogel 

 

Table 4 SnO2: Nb conductivities obtained from Impedance Spectroscopy measurements on xerogel samples 

Samples 
Dopant-

rate (at.%) 

Bulk  

conductivity 

10
-5 

(S/cm) 

Global  

conductivity 

10
-5 

(S/cm) 

X6S - 53 ± 2 1.9 ± 1.3  

X6SN020 Nb - 2 63
 
± 11 1.0± 0.4 

X6SN100 Nb - 10 490
 
± 360 4.5

 
± 3.6 

 

In agreement with other studies [9, 31, 33, 36, 46, 47], an impressive improvement in conductivity was observed 

for Sb-doped SnO2 (Table 5). X6SS100 (10 at.% Sb-doped SnO2 xerogel)  shows indeed the typical behavior of 

a conducting material (Fig. 12). No impact of grain boundaries can be observed on the Nyquist plot. In 

agreement with Bruneaux et al. [48], this may result from a  higher charge carriers density than in the case of Nb 

doping. Whatever the Sb rate between 2 at.% and 15 at.%, conductivities were improved by at least 4 orders of 

magnitude compared to pure SnO2. The electronic conductivity reached a maximum of about 1 S/cm for 5 at.% 

Sb, a value very close to that reported for Vulcan XC-72 (4 S/cm).  
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Fig. 12 Nyquist plot obtained for SnO2: Sb 10 at.% xerogel 

 

 

 

Table 5 SnO2: Sb conductivity obtained from Impedance Spectroscopy measurements on xerogel samples 

Samples 
Dopant-rate 

(at.%) 

Conductivity  

(S/cm) 

X6S - 1.9 × 10
-5 
± 1.3 × 10

-5
 

X6SS020 Sb - 2 0.41 ± 0.16 

X6SS050 Sb - 5 0.97 ± 0.14 

X6SS100 Sb - 10 0.81 ± 0.4 

X6SS150 Sb - 15 0.71 ± 0.39 

 

 

Based on this first series of results, Sb was selected as the favored dopant to determine the conductivity of doped 

SnO2 aerogels.  

Aerogel materials are not monolithic enough after calcination to allow impedance spectroscopy measurements 

and it was difficult to prepare pellets. We thus produced a homemade cell to measure the resistance of aerogel 

materials, pressed between two electrodes inserted into a Teflon cylinder. For comparison purposes, we also 

measured the resistance of xerogels in the same conditions. 

 

The evolution of conductivity with the pressure applied on the sample through the electrodes is shown in Fig. 13 

for xerogels and Fig. 14 for aerogels. 
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As expected, the conductivity increases with the pressure applied. No significant difference was observed 

following a change in the current (+105 mA, -105 mA or 400 mA). In most cases, a plateau is reached from 6.5 

× 10
2
 kg/cm

2
 of applied pressure. 

Fig. 15 represents the evolutions of conductivity for aerogels and xerogels as a function of the antimony doping 

rate and for the two methods used in this study (1: EIS, 2: direct resistance measurement). 

First, conductivity values obtained with the homemade cell (13 × 10
2
 kg/cm

2
 pressure, data referenced (2) on 

Fig. 15) are 4 times higher than those obtained with impedance spectroscopy (data referenced (1) in Fig. 15). 

This is probably due to better contact between particles resulting from the relatively high pressure applied. 

Then, the conductivity of xerogels is roughly between one and two orders of magnitude higher than that of 

aerogels. 

Finally, whatever the measurement technique, the conductivity reaches a maximum for 5 at.% Sb doping rate in 

the case of xerogels and between 5 and 10 at.% in the case of aerogels.  

 

 
 

Fig. 13 Evolution of electronic conductivity with pressure applied on SnO2: Sb xerogels - (2 at.%-X6SS020, 5 

at.%-X6SS050, 10 at.%-X6SS100 and 15 at.%-X6SS150) 
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Fig. 14 Evolution of electronic conductivity with pressure applied on SnO2: Sb samples - (5 at.%-A6SS050 and 

10 at.%-A6SS100) 

 

 
 

Fig. 15 Xerogel and aerogel conductivity for different Sb-doping rates ( (2) : P = 13 × 10
2
 kg/cm

2
) 

 

Discussion 
 
The purpose of this study was to synthetize a new corrosion resistant catalyst support for PEMFC. Both the 

morphology and the electronic conductivity are of major importance considering the foreseen application. In a 

first part, the unique material morphology will be highlighted in comparison with those reported in the literature. 

In a second part the electronic conductivity and its evolution with materials composition will be discussed.   
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Morphology 

 

Considering the morphology, we have already stated that both the presence of meso and macropores are 

beneficial to fluid management within electrodes [43]. Moreover, since the optimum Pt particle size was reported 

to be between 3 and 4 nm in diameter, microporosity should be avoided and may become clogged after the 

deposition of platinum nanoparticles. Mesopores on the contrary allow good platinum nanoparticle dispersion 

while avoiding pore obstruction, still leaving room for high gas flow rates. Macropores are also beneficial to 

efficiently manage water coming from humidified gases and that produced during ORR. 

Regarding such considerations, all SnO2 aerogels show a very interesting morphology. Combining specific 

surface area close to 90 m²/g, adequate pore size distribution revealing medium and large mesopores (25 and 45 

nm) and negligible microporous volume, they are particularly well adapted to the foreseen application.  

Little research has been reported on such an interesting morphology, mixing a high specific surface area with 

wide pore size distribution. Our materials show higher values for SnO2 than most of those reported in literature 

[26, 27, 33]. Usually, high specific surface area is developed at the expense of wide pore size distribution and 

vice versa. Indeed, high specific surface area nanostructured Sb-doped SnO2 materials have already been 

synthesized. Lee et al. [49] achieved 100 m²/g from chloride precipitation in basic conditions. Sol-gel route using 

template, dodecylamine [31, 50] or tetradecylamine [34] also provide high specific surface areas with 

respectively 216 m²/g and 263 m²/g. However, these materials show a narrow pore size distribution centered on 

few nm only. 

Although the specific surface areas developed by our materials are still lower than that of Vulcan XC-72 (254 

m²/g), a general carbon black reference, the difference in bulk density is in favor of SnO2. We may actually 

expect a similar developed surface area for the same volume. Since our aerogels crack after calcination, it was 

unfortunately not possible to measure their density. This advantage will be checked after electrochemical 

characterizations. 

Thus, from a morphology point of view, the materials developed in this study are promising candidates for 

PEMFC catalyst support. 
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Electronic conductivity 

 

High enough electronic conductivities where achieved only after doping with Sb. Doping with Nb allowed 

improving electronic conductivity by a factor of only 2 compared to undoped SnO2, what remains too low for the 

foreseen application. Doping may actualy have been less efficient with Nb than with Sb. On one hand, the degree 

of segregation seems to be larger for Nb (see table 3) and on the other hand the repartition of the dopant in the 

SnO2 matrix may be less homogeneous, resulting in possible local Nb rich regions. Moreover, we cannot exclude 

the possibility of amorphous Nb oxide regions which would concentrate Nb at the expense of SnO2. Finally the 

association of defects due to the introduction of dopant in SnO2 may be less prone to increase the electronic 

conductivity in the case of Nb than in the case of Sb. 

  

Most of the conductivities reported in literature [9, 33, 46, 47] were measured using different levels of pressure 

applied on samples. Since conductivity obviously depends on powder density (the higher the density, the higher 

the conductivity), it is quite difficult to compare reported conductivity values from one study to another. 

However, the values obtained in our study for Sb-doped SnO2 xerogels are among the highest reported ones. 

 

The observed evolution of electronic conductivity with the antimony dopant rate and the presence of a maximum 

have already been reported [9, 28, 31, 33, 46, 47]. This may be related to the oxidation state of the dopant. 

 

SnO2 is known to be an oxygen-deficient non-stoichiometric oxide (SnO2-δ) [51]. Its intrinsic electronic 

conductivity results from the presence of oxygen vacancies (VO
••
) which are compensated with electrons. Hence, 

the non-stochiometry of SnO2 gives rise to an n-type conductivity according to the equilibrium (1): 

 

2 OO
x
    O2(g) + 4 e’ + 2 VO

°°
  (1) 

 

When SnO2 is doped with Sb, a possible competition between the two antimony oxidation states has been 

suggested [52-55]. It has been shown that when Sb
3+

 is incorporated into SnO2, it is oxidized during calcination 

in air [56]. This oxidation to Sb
5+

 is favored in the presence of SnO2, which acts as a catalyst and a stabilizer of 

the Sb
5+

 state. This results in an increased Sb
5+

/Sb
3+

 ratio. The lower the Sb content, the higher the Sb
5+

/Sb
3+

 

ratio.  
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For low doping rates, the antimony is agreed to be stabilized in a +5 state after calcination. According to 

geometrical considerations, the substitution, in the SnO2 lattice, of Sn
4+

 ions with Sb
5+

 ions is allowed thanks to 

compatible ionic radius.  Such a substitution leads to the generation of positively charged point defects SbSn
°
 

which can be compensated by creating tin vacancies what can be represented with the equation (2): 

          
    
→            

       
      

   (2) 

These tin vacancies may then react with native oxygen vacancies, decreasing their concentration (at constant 

temperature and O2 partial pressure). Such a decrease in oxygen vacancy concentration impacts the equilibrium 

(1) (right shift) resulting in a higher concentration of electrons in the lattice. Hence, the introduction of Sb
5+

 

results in increased conductivity, as observed up to 5 at.% with xerogel samples. 

 

For higher doping rates, Sb
5+ 

is no longer favored and Sb
3+

 is stabilized. It substitutes Sn
4+

 as possibly 

represented with the equilibrium (3): 

        
    
→            

      
     

   (3) 

 

The creation of oxygen vacancies according to equilibrium (3) now impacts equilibrium (1) in the opposite 

direction, making the electron concentration decrease. Consequently, the electronic conductivity decreases, as 

experimentally observed from 5at.% on xerogel samples. 

 

This hypothesis could partially explain the observed conductivity trend. It is however incomplete because it does 

not account for different parameters, such as the charge carrier mobility, the change in morphology between 

samples with different doping rates, and the effect of Sn
4+

 / Sn
2+

 transition. It has also been reported that Sb
3+

 

cannot fit in Sn
4+

 octahedral coordination as good as Sb
5+

, which induces charge defects [48].   

 

All conductivity values obtained here are not really representative of real catalytic layer conductivities. They are 

useful to compare samples and select the proper dopant and its concentration. The conductivity of aerogels 

measured here is notably lower than that of xerogels and carbon. It is however noteworthy that the doped SnO2 

materials developed in this study are intended to be used as platinum support for fuel cell application. Pt 

nanoparticles deposited at the surface of SnO2 may then lower the depletion layer resulting from adsorbed 

oxygen species (O2
-
, O

-
 or O

2-
) limiting the electronic conductivity [57]. Thus as already reported [35, 58] we 

might expect an improvement in the conductivity after Pt deposition. This will be checked in a further study. 
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Conclusion 

Antimony and niobium-doped tin dioxide xerogels and aerogels were synthesized by a sol-gel route starting with 

metal alkoxide precursors.  After calcination at 600 °C in air, only the rutile crystal phase of SnO2 was detected 

by XRD for all samples, whether pristine or doped.  

Due to their unique morphology, our Nb- and Sb-doped SnO2 aerogels appear to be very promising catalyst 

supports for PEMFC cathode.  

Aerogel samples show an interconnected particle network, particularly pronounced for Sb-doped samples, with 

bimodal mesoporous pore size distributions.  

Doping SnO2 induces airier morphologies and leads to quite high specific surface areas: 85 m
2
/g for both SnO2: 

Nb (10 at.%) and SnO2: Sb (10 at.%).  

As expected from the drying route, xerogels are denser and present only very small pore diameters (< 20 nm). 

Highly doped xerogel samples, however, show surprisingly high specific surface areas (60 m²/g for 10 at.% Sb). 

All Sb-doped samples exhibited an impressive improvement in electronic conductivity compared to pure SnO2.  

An increase of at least a 4 orders of magnitude has been recorded after doping SnO2 xerogels with Sb, to reach 

electronic conductivities of about 1 S/cm (SnO2: Sb (5 at.%)), one order of magnitude less for aerogels. This 

value is even very close to that of carbon Vulcan XC-72 (4 S/cm).  

Only poor conductivities were achieved for Nb-doped samples (4.5 × 10
-5 

S/cm for 10 at.% of Nb versus 2 × 10
-5

 

S/cm for pure SnO2).  

To conclude, with an adequate morphology (high specific surface area, bimodal pore size distribution centered 

on 25 and 45 nm, negligible microporous volume) and thanks to a high bulk electronic conductivity close to that 

of Vulcan XC-72, Sb-doped SnO2 aerogel samples are very promising candidates as catalyst supports for 

PEMFC cathodes.  

Future work will center on Pt deposition and catalytic performance assessment (activity and durability). 
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